"~ SIBOREX 20410

TECHNICAL DATA SHEET
MICROSILICA
960 ND
TYPICAL ANALYSIS
Si0; 56.,31%
C (Free Carbon) 1,23%
Fex03 012% 4
AL;03 0.11%
Ca0 0.42%
MgO 0.29%
K0 0,38%
L.O.lL 1,70%
> 45 my 0,27%
pH 710
B.D. (kg/m3) 340

ND : non-densified

All these values have to be confirmed with each offer and sales confirmations.
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